
MID-CONTINENT
TESTING LABORATORIES. INC.

HIGH TECHNOLOGY OIL ANALYSIS 
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr • PO. Box 3388 • Rapid City. SD 57709 
(605) 348-0111

f-----------------------------------------------------------------------------------------------

MYRON ANDERSEN 
BROHM MINING CORP.
P.O. BOX 485 
DEADWOOD, SD 57732

s______________________________________________________________________________________________________________________________

SAMPLE NAME: RUBY DUMP 
DESCRITPION:
SAMPLE DATE: 10/28/92 
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19921029102 

DATE RECEIVED: 10/29/92 
TIME RECEIVED: 06:45 AM 

REPORT DATE: 11/02/92

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/cm 
Hardness
PH 6.10
Solids, Dissolved, mg/1 699.
Solids, Suspended, mg/1 <10.0
Turbidity, NTH

INORGANIC & NONMETALLIC VALUE

Alkalinity 54.0
Bicarbonate 65.9
Carbonate, mg/1 0.0
Chloride, mg/1 27.5
Cyanide, Total, mg/1 ! .018
Cyanide, WAD, mg/1 
Cyanide. Free, mg/1 
Fluoride, mg/1
Nitrogen, Ammonia, mg/1 <.050
Nitrogen, Nitrate, mg/1 8.16
Nitrogen, Nitrite, mg/1 <.050
Sulfate, mg/1 381.

QUALITY CONTROL VALUE

Major Anion Sum, meq/L 10.36 
Major Cation Sum, meq/L 10.71 
Anion-Cation Balance, % 1.66

METALS mg/1 DISSOLVED TOTAL
------------ V

Aluminum .061 .223
Antimony •

Arsenic <.001 <.001
Barium .071 .074
Beryl 1ium •

Boron •

Cadmium .005 .005
Calcrnn 153.
Chromium .001 .001
Cobalt •

Copper .034 .035
Gold •

Iron .025 .060
Lead <•001 <.001
Lithium •

Magnesiurn 27.5
Manganese .321 .332
Mercury •

Molybdenum •

Nickel .030 .032
Potassium 4.30
Selenium <.005 <.005
Si1icon 9
Silver .002 .002
Sodium 16.0
Strontium •

Vanadium •
»

Zinc .242 .256

SPECIAL TESTS VALUE

FIELD TEMP 3.0 C

FIELD PH 7.60

FIELD OOND 800.

APPROVED BY: 

DATE: -A±r>-?L-



MID-CONTINENT
TESTING LABORATORIES, INC.

high technology oil ANALYSIS 
ANO ENVIRONMENTAL TESTING

2381 S Plaza Dr. • PO Box 3388 • Rapid City, SD 57709 
(605) 348-0111
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MYRON ANDERSEN
BROHM MINING OORP.
P.O. BOX 485
DEADWOOD, SD 57732

J

SAMPLE NAME: RUBY CAMP

DESCRITPION:

SAMPLE DATE: 11/17/92

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19921118101 
11/18/92 
08:00 AM 
11/20/92

PHYSICAL PROPERTIES VALUE

Conductivity, unhos/cm 1104.
Hardness 525.
PH 5.42
Solids, Dissolved, mg/1 764.
Solids, Suspended, mg/1 410.
Turbidity, NTU .

INORGANIC & NONMETALLIC VALUE

Alkalinity <10.0
Bicarbonate <10.0
Carbonate, mg/1 0.0
Chloride, mg/1 22.5
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1
Nitrogen, Ammonia, mg/1 .120
Nitrogen, Nitrate, mg/1 8.19
Nitrogen, Nitrite, mg/1 <.050
Sulfate, mg/1 500.

QUALITY CONTROL VALUE

Major Anion Sum, meq/L 11.62 
Major Cation Sum, meq/L 11.43 
Anion-Cation Balance, % -0.83

METALS mg/1 DISSOLVED TOTAL

Aluminum .641 16.4
Anti roony • •

Arsenic .002 .052
Barium .143 .225
Beryl 1ium • •

Boron • •

Cadmium .013 .014
Calcium 154. •

Chromium .002 .031
Cobalt • •

Copper .216 .284
Gold • •

Iron .041 17.8
Lead <.001 <.001
Lithium • •

Magnesiurn 34.2 •

Manganese 2.46 2.47
Mercury • .0002
Molybdenum • •

Nickel .064 .087
Potassium 5.22 •

Selenium <•005 <.005
Silicon • •

Silver .002 .003
Sodium 16.3 •

Strontium • •

Vanadium • •

Zinc .407 .465

SPECIAL TESTS VALUE

FIELD PH 7.2

FIELD EC 710.

FIELD TEMP 3.0 C

APPROVED BY: 

DATE:
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(605) 348-0111
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MYRON ANDERSEN 
BROHM MINING OORP. 
P.O. BOX 485 
DEADWOOD. SD 57732

„ SAMPLE NAME: RUBY DUMP

DESCRITPION:

SAMPLE DATE: 11/17/92

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19921118101 

DATE RECEIVED: 11/18/92 
TIME RECEIVED: 08:00 AM 

REPORT DATE: 11/20/92

«r-'-
t "f

1
I
t

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, umhos/cm 1104. Aluminum .641 16.4
Hardness 525. Antimony •

PH 5.42 Arsenic .002 .052
Solids, Dissolved, mg/1 764. Bariim .143 .225
Solids, Suspended, mg/1 410. Beryllium •
Turbidity, NTU • Boron •

Cadmium .013 .014
Calcium 154.

INORGANIC & NONMETALLIC VALUE Chromium .002 .031
Cobalt •

Alkalinity <10.0 Copper .216 .284
Bicarbonate <10.0 Gold •
Carbonate, mg/1 0.0 Iron .041 17.8
Chloride, mg/1 22.5 Lead <.001 <.001
Cyanide, Total, mg/1 <.010 Lithium •
Cyanide, WAD, mg/1 • Magnesium 34.2
Cyanide, Free, a^/l A \ !•< • , Manganese, , 2.46 . .2.47
Fluoride, mfe/1 ^ > 4i'#i

•
MercuFy • .0002

Nitrogen, Anmonia, mg/1 .120 Molybdenum •
Nitrogen, Nitrate, mg/1 8.19 Nickel .064 .087
Nitrogen, Nitrite, mg/1 <.050 Potassium 5.22
Sulfate, mg/1 500. Selenium <.005 <•005

Silicon •
Silver .002 .003

QUALITY CONTROL VALLE Sodium 16.3
Strontium •

Major Anion Sum, meq/L 11.62 Vanadium •
Major Cation Sum, meq/L 11.43 Zinc .407 .465
Anion-Cation Balance, % -0.83

SPECIAL TESTS

FIELD PH

FIELD EC

FIELD TEMP

VALUE

7.2
710.

3.0 C

APPROVED BY:
DATE: ///?£>/%?



2381 S Plaza Dr • PO. Box 3388 • Rapid City. SD 57709 
(605)3480111

MYRON ANDERSEN 
RROHM MINING OORP. 
P.O. BOX 485 
DEADWOOD, SD 57732

SAMPLE NAME: RUBY DUMP
descritpion:
SAMPLE U\TE: 12/21/92 
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19921222108 

DATE RECEIVED: 12/22/92 
TIME RECEIVED: 07:15 AM 

REPORT DATE: 12/23/92

PHYSICAL PROPERTIES VALUE

Conductivity, mhos/cn 928.
Hardness 424.
PH 6.32
Solids, Dissolved, b^/1 641.
Solids, Suspended, mg/1 <10.0
Turbidity, NTYJ

INORGANIC & NONMETALLIC VALUE

Alkalinity 26.0
Bicarbonate 31.7
Carbonate, mg/1 0.0
Chloride, mg/l 25.5
Cyanide, Total, mg/1 .017
Cyanide, WAD, mg/1 .011
Cyanide, Free, mg/1 
Fluoride, mg/1 .
Nitrogen, Aanonia, mg/1 <.050
Nitrogen, Nitrate, mg/1 4.57
Nitrogen, Nitrite, mg/1 <.050
Sulfate, mg/1 371.

QUALITY CONTROL VALUE

Major Anion Sub, Bteq/L 9.28 
Major Cation Sub, meq/L 9.28 
Anion-Cation Balance, % -0.03

METALS mg/1 DISSOLVED TOTAL

AltmnnuD .096 .512
Antimony • •

Arsenic <.001 <.001
Bariun .062 .063
Beryl 1iun • •

Boron • •

Cattail un .007 .007
Calciun 125. •

Chromium <.001 .002
Cobalt • •

Copper .042 .095
Gold • •

Iron <.050 <.050
Lead <.001 .002
Lithium • •

Magnesiun 27.3 •

Manganese .376 .399
Mercury • <.0002
Molybdenum • •

Nickel .029 .034
Potassiun 3.86 •

Seleniua <.005 <.005
Silicon • •

Silver .001 .002
Sod iun 15.7 •

StrontiuB • •

Vanadiua • •

Zinc .205 .293

SPECIAL TESTS VALUE P/ 0 jj i

FIELD PH 6.30 APPROVED BY: c
FIELD EC
FIELD TEMP

850.
1.0 C hatf. •



MID-CONTINENT
TESTING LABORATORIES, INC.

MIG" 'ECHNCkOGY OIL ANALYSIS 
AND ENVIRONMENTAL TESTING

2381 S Plaza Dr. • PO. Box 3388 • Rapid City. SD 57709 
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MYRON ANDERSEN 
BROW MINING OORP. 
P.O. BOK 485 
DEADWOOD, SD 57732

SAMPLE NAME: RUBY DUMP

DESCRITPION:

SAMPLE DATE: 12/21/92

SAMPLE TIME:

SAMPLED BY:

ACOOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19921222108 
12/22/92 
07:15 AM 
12/23/92

PHYSICAL PROPERTIES VALUE METALS ug/1 DISSOLVED TOTAL

Conductivity, unhos/an 928. Aliminum .096 .512
Hardness 424. Antimony •

PH 6.32 Arsenic <.001 <.001
Solids, Dissolved, mg/1 641. Barium .062 .063
Solids, Suspended, mg/1 <10.0 Beryllium •

Turbidity, NTC • Boron •

Cadmiian .007 .007
Calcium 125.

INORGANIC & NONMETALLIC VALUE Chromium
Cobalt
Copper

<.001 .002

Alkalinity 26.0
•

.042 .095
Bicarbonate 31.7 Gold •

Carbonate, mg/1 0.0 Iron <.050 <.050
Chloride, mg/1 25.5 Lead <.001 .002
Cyanide. Total, nag/1 .017 j Lithium •

Cyanide, V#^D. pg/l .011 11 MagAesiian 37.3
Cyanide, Free, mg/1 • Manganese .376 .390--
Fluoride, mg/1 • Mercury • <.0002
Nitrogen, Aiunonia, mg/1 <.050 Molybdenum •

Nitrogen, Nitrate, mg/1 4.57 Nickel .029 .034
Nitrogen, Nitrite, mg/1 <.050 Potass iiau 3.86
Sulfate, mg/1 371. Selenium <.005 <.005

- Silicon •

Silver .001 .002
QUALITY CONTROL VALUE Sod i un 

Strontium
15.7

•

Major Anion Sian, meq/L 9.28 Vanadium •

Major Cation Sian. meq/L 9.28 Zinc .205 .293
.Anion-Cation Balance, % -0.03

SPECIAL TESTS VALUE
ft f!

FIELD PH 6.30 .APPROVED BY:

\JULui

FIELD EC
FIELD TEMP

850.
1.0 C DATE:

£?A2<S
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